MASKANT SLURRY PROCESS
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Use Ready-to-Use (RTU) Dip the area to be Allow to air dry (B-4 / Dip area to be masked Allow to air dry (B-4 /
slurries or mix powder masked into M-1 or . B-40) or oven dry ____ into M-7 or M-13. B-40) or oven dry MASKANT SLURRY
with binder and achieve M-10 slurry. (B-100 or B-200) for (B-100 or B-200) for
uniform consistency. 30 minutes to one hour. 30 minutes to one PROCEDURE
hour.
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DRY POWDER PROCESS
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Place part to be masked Ram/vibrate M-1, Load masked part
into part-specific L M-10, or M-17 powder __ into masking box and DRY POWDER
masking box. ‘ lightly to densify. load it into coating MASKANT PROCEDURE
‘ furnace/retort £

>1500° F



